
Neville Hydrocarbon Resins Elastomer Compatibility

Resin Natural 
NR

Polybutadiene 
BR

Butyl 
HR
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Chlorobutyl 

BIIR, CHR

Polyisoprene 
IR

Styrene 
Butadiene 

SBR

Nitrile 
NBR

Carboxylated 
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Polychloroprene 
(Neoprene) 

CR

Ethylene Propylene 
Dimer Monomer 

EPDM

Ethylene 
Acrylic 

Elastomer 
AEM

NEVTAC® series C C C C C P I I P C I
Super NEVTAC® series C C C C C P I I P C I
NEVEX® 100 C C P P P C C C C P C
NEVPENE® C C P P P C P P C P P
NEVCHEM® 100 series C P P P P C P P C P P
NEVCHEM® 200 series C C P P P C P P C P C
NEVCHEM® 300 series C C P P P C P P C P C
LX®-1035 C P I I P P I I C I I
LX®-1055 C P P P C C C P C P P
LX®-1200 C P P P P C P P C P I
LX®-2600 C P I I P P I I C P I
NEVASTAIN® 21 C P P P C C C C C P C
NEVOXY® series C P P P C C C C C P C
CUMAR® P-10 C C P P P C P P C P P
CUMAR® P-25 C C P P P C P P C P P
NP-10 C C P P P P P P C P P
NP-25 C C P P P P P P C P P


